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CHI MEI CORPORATION

PMMA, ACRYREX CM-205G

Typical Characteristics
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Properties Test Method | Test Condition Unit CM-205G
il LS (e
Melt Flow Index ) _
ASTM D1238 | Cond.l, 230°Cx3.8kg | g/10min 1.8
g g . o
. ) _ ASTM D1525 1/8”, 50°C /hr CCF 113(235
Vicat Softening Point €0 (235)
AR . o
e ASTM D648 1/4”,120°C /hr CCF 100(212
Heat Distortion Temp. 0 (212)
515k 5 R
Tensile Strength 2
8N AsTM D638 | 1/8”. 6mm/min *(jgjfg;) 720(10200)
W &
JEE ASTM D638 |  1/8”, 6mm/min % 5.0
Tensile Elongation
Y : Kglcm?
ASTM D790 | 1/4”,2.8mm/ . 1100(15600
Flexural Strength T (Ib/in?) ( )
M
H R
ASTM D785 1/4” 97
Hardness Scale
IZOD ##% 3 & . Kg-cm/cm
ASTM D256 1/4”,23°C : 2.0(0.37
Izod Impact Strength (ft-Ib/in) 0(0:37)
W F 0
RS ASTM D792 23°C 1.19
Specific Gravity
ks ASTM D570 257C, 24hrs % 0.3
Water Absorption
ki Sk &
EGES ASTM D1003 1/8” % 92

Light Transmission
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Flammability

UL 94

1/16” HB




